AkzoNobel About our Metal Endura Metal

: Roofing & Sidin
40 Year Paint Warranty J g
Tuff —Rib Panel 40 Year Paint Warranty
Tuff Rib Panel - Silicone-Polyester Cool Chemistry ®System
| 36" Coverage
}_7 9" —-| AZ-50 - Aluminmum Zinc Alloy - galvinazation
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Galvalume— Substrate - 20 yr. warranty

G reat For. 29 Guage— Grade 80 - Full Hard Steel

36” Wide Coverage—Up to 40’ Length

Agricultural

4/12—Recommend Roof Pitch

RESidenﬁa| Walls Roofs

Film 40 years 40 years
. Integrity
Com merCIal Chalk No more than No more than
#8 for 30 years #6 for 30 years
1 Fade No more than 5 No more than 7
I n d u St ria I AE Hunter units AE Hunter units
for 30 years for 30 years
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Finished Coil
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Annealing Furnace
Conversion Coating
Oiling
Guality-Controliing
Cutting end Sitting

‘Welding

Payoff Reels 48 s iy
Degreasing  Entry Accumulztor (S

Ceramic Zinc Baoiler

Zinc coating
Baze Metal

Coiling

Step 2 Painting Process

40 Yr. Paint Warranty Zinc costing

Conwvarsion Coating

Primer Coating Finish Coating

@ Cleaning and pretreatment
b " @ Primer coating
® Top coating
© Laminating or embossing

© Recoling for shipment Roll Forming Process
Step 4

Finished Panel

Bare metal is uncoiled
Coil splicing
Accumulator stack {entry)

Metal degreasing, cleaning, rinsing and chemical pretreatment
Drying oven

Primer unit—one or both sides

Curing oven

Coating unit—top coat applied one or both sides

Curing oven

Laminating-one or both sides, or embossing

Accumulator stack (exit)

Recoiling finished metal
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